b KEE, AEE, HES
Finish:honed, polished, sawn

amRE
R#E (g/cm3) 2.86
k=K (%) 0.1

EfERE (kg/cm2) 1760
ghiFE (kg/cm2) 199

Technical data:

Specific Gravity (g / cm3)
Absorption (%)

Compressive strength (kg / cm2)
Flexural strength (kg / cm2)

2.86
0.1
1760
199
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Ekeberg Light
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Ekeberg is Marble, which is quarried in the south
of Sweden. Usually, Marble has high water
absorption rate, so that it is said that those are not
suitable to use for exterior. However, due to low
water absorption rate in Ekeberg, it has been used
for exterior since 1100's in Sweden. There are
various colors ; white, greenish white, and even

bluish white.



